March 2, 2008

SnugZ USA

5200 S Highland Dr

Ste 301

Salt Lake City, UT 84117

Attn:  Barton Burdette

TESTING GROUP
www.bodycote.com
www.bodycotetesting.com

Job No: 112730 SL
LABORATORY REPORT
Samples Received:  Ten (10) Samples
Date Received: 02/23/2008
Purchase Order No: 14088
The samples were analyzed as follows:
Analysis Page
Cadmium and Lead by SOP 7040, Rev 10 2
/ ichael Shelton Samina N. Hussain
Senior Staff Chemist Senior Chemist
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